il

i
U

THE MECHANICAL PROPERTIES OF
MULTI-YEAR SEA ICE,
PHASE I: ICE STRUCTURE ANALYSIS

J.A. Richter-Menge, G.F.N. Cox
and N. Perron

U.S. Army Cold Regions Research
and Engineering Laboratory
72 Lyme Road
Hanover, NH 03755-1290



'~ THE- MECHANICAL PROPERTIES OF MULTI-YEAR SEA ICE
© PHASE I: ICE STRUCTURE ANALYSIS

by

J.A. Richter-Menge, G.F.N. Cox and N. Perron

U.S. Army Cold Regions Research and Engineering Laboratory
: 72 Lyme Road
Hanover, New Hampshire 03755-1290

Prepared For
Shell Development Company
And
Minerals Management Service
U.S. Department of the Interior



TR
b

™ I

MECHANICAL PROPERTIES OF MULTI-YEAR SEA>ICE
PHASE I: 1ICE STRUCTURE ANALYSIS
: by

J.A. Richter-Menge, G.F.N. Cox and N. Perron

INTRODUCTION

Multi-year pressure ridges present the most significant hazard to
arctic offshore structures in exposed areas of the Beaufort and northern
Chukchi Seas. It is, therefore, surprising that we know so little about
their internal physical characteristicse.

When a pressure ridge is first formed it consists of angular, broken
blocks of ice. Initially, the blocks are Weaklybjoined together. During
the course of the winter, the ridge begins to consolidate. In the summer,
both the top and bottom of the ridge undergo ablation and become rounded in
appearance. Meitwater permeates the ridge, flowing into void spaces. If
the ridge‘sgrvives the summer meit and is present the following winter it
is called a multi-year ridge. At this point the ridge is méssive, with few
or no voids, and has a characteristically low salinity. On the surface of
the ridge, individual blocks of ice are no longer discernible. Instead,
the ridge is rounded and hummocky. A split multi-year ridge will reveal
that the internal structure of the ridge still maintains its blocky

nature. This history of formation can result in large variations of the

~ice type and crystal orientation in ice samples taken from a multi-year

ridge.
A joint government—industry study was initiated to systematically

examine the structure and mechanical properties of ice samples taken from
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multi-year pressure ridges. The first phase of‘the program included field
sampling in the southern Beaufort Sea. Ten different pressure ridges were
sampled and we obtaiﬁed a continuous, vertical multi-year ridge core speci-
fically for detailed structural analysis. A total of 220 unfaxial
constant-strain-rate compression tests were performed on the vertically
cored ice samples from the ten ridges. All of these test samples were
loaded in the vertical direction. The results from these tests indicated
that there were large variations in the peak comhrésSive stress fof a given
test condition. In order to obtain more confidence in the tesﬁs results,
it was necessary to explain this variance. Preliminary work, described in
the Phase I final report (Cox et al., 1984), indicated that the main factor
contributing to variations in the strength from test to test was associated
with the extreme local variability of ice structure within a ridge. This
large variation in'ice étructure was also observed in the continuous ridge
core. It became apparent that a complete and useful analysis of our data,
which includéd an explanation of the strength variations, would require
careful structural interpretation of each test sample. It is the results
of this structural examination that are presented in this report. Note
that the results of this study on multi—year ridge ice samples also provide
information on the compressive strength of individual ice types including
columnar and granular.

While the‘mechanical testing of individual multi-year ridge samples

provides important strength parameters, we must also understand how to
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apply the results on a larger scale. This requires information on the

internal composition of multi-year ridges. We should pay particularly

close attention td the amount of columnar ice in the ridges studied and the

orientation of the crystals in this columnar ice. Studies on first year
sea ice by Peyton (1966), Wang (1979) and Richter-Menge et al. (in prep.)
have already established the fact that columnar sea ice behaves anisotropi-
cally under a variety of loading conditions. The influence of this
anisotropy on fhe large—scale loading behavior of a multi-year ridge may
vary depending on the number and arrangement of columnar ice blocks within
the ridge. This information is important for the development of constitu-
tive models to predict ridge ice loads on offshore structures and vessels.

Ice samples and a continuous vertical core Qere also collected from a
presumably undeformed multi-year floe during the first phasg of this
program, The multi-year floe ice samples were used to develop the tension,
constant load and triaxial testing techniques used extensively in the
second phase of the program. The continuous core was obtained for detailed
structural énalysis.

This report presents thevstructural analysis of the Phase I multi-year
pressure ridge and multi-year floe test samples and the continuous ridge
core. Interptetatioﬁ of the test results with respect to ice structure is
also developed in this report. A discussion of the field sampling program
the tests results and analyses, and the structural analysis of the continu-
ous multi-year floe core are presented in a companion report, "Mechanical
Properties of Multi-Year Sea Ice, Phase I: Test Results” (Cox et al.,

1984). The development of suitable sample preparation and testing tech-
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niques is described in a second report, "Mechanical Properties of Multi-

Year Sea Ice: Test Techniques” (Mellor et al.,1984).
A

SAMPLE ANALYSIS

The structural characteristics of the continuous multi-year ridge core
and the Phase I ridge and floe test samples were evaluated by preparing ice
thin sections according to the techniques described in Weeks and Gow
(1978). The test samples were sectioned after testing. Horizontal thin
sections were prepared from the top, middle and bottom of the tested
gsamples as shown in Figure 1. The remainder of the sample was sectioned
verticaliy in two cuts, one perpendicular to the other. If a sémple was
destroyed during the test, end pieces taken immediately adjacent to the
sample were used to interoret’the structural composition of the sample.

The ice type was determined by studying the phoﬁographs of the horizontal
and vertical thin sections taken between crossed polaroids.

The ice type in each samble was then described according to the multi-
year pressure ridge ice structural classification scheme summarized in
Table 1. Figure 2 shows a series of thin sections, photographed between
crossed polaroids, that illustrates the principal structural characterist-—
ics of each ice type. This structural classification scheme is descriptive
in nature and divides the ice samples into three major ice texture categor—
ies; granular, columnar, or a mixture of columnar and granular ice. It is
inapprobriate to use a genetically based classification method such as
those pfoposed by Michel (1978) and Cherépanov (1974) for the multi-year
ridge samples because these systems do not consider deformed ice types.

Both of the classification methods mentioned réQuire some knowledge of the
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Flegure 1. Sections used in the analysis

of the structural characteristics
of the tested ice sazples.
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ice origin; because the ridge ice is deformed, the origin of ice type in a

ridge ice sample is difficult to establish.

We can postuiate however, the possible modes of origin of each ice

texture type. Granular ice may be derived from snow or slush ice, from

frazil, from the granuiation of the sheet ice during the ridge building

process, or from freezing in the void spaces in the ridge during consolida-

tion. Columnar sea ice is probably largely derived from the parent ice

sheet incorporated into the ridge during its formation. It may also form

at the bottom of the ridge by congelation growth. Meltwater ponds formed

and refrozen on the parent ice sheet before deformation took place are the

most likely source of the columnar freshwater ice (Type IIC) observed in

Table 1.
multi-year pressure ridge ice samples.

Ice Type

Granular

Columnar

Mixed

Structural classification scheme €for

Code Structural Characteristics

I Isotropic, equiaxed crystals

II Elongated, columnar grains

ITA Columnar sea ice with c—axes normal
to growth direction; axes may or may not
be aligned ’

1IC Columnar freshwater ice

II1 Combination of Types I and III

I1IA Largely Type II with granular veins

I11B Largely Type I with inclusions of

Type I or II ice (brecciated ice)

the ridge ice samples. The mixed ice is the result of the ridge building

and consolidation process. Type IITA ice includes healed fractures and
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Type IIIB ice is the cataclastic end product of ice blocks being ground
together during the ridge building process. These same ice types have also
been observed in ﬁhlti-year floes, sampled in the Fram Stralt region of the
Greenland Sea (Tucker et al., 1985)., The Fram Strait is the major outflow
region for first- and.mﬁlti—year ice formed in the Arctic Basin.

If a sample was classified as columnar, or contained large fragments
of coiumnar ice, the ice thin sections were analyzed on the Rigsby
Universal Stage (Langway, 1958), These measurements provided us with
information on the mean angle between the crystallographic c—axes and the
load direction (c:é) and the degree of alignment of the c-axes (° spread).
We also used the thin gsection analysis to determine the angle between the
columns or direction of elongation of the crystais and the vertical (¢:z).

- In an undeformed sheet of first-year sea ice the crystals are elongated
vertically (g:z = 0°), parallel to the growth direction of the sheet. The
c-axes of these crystals are usually located in the horizontal plane of the
jce sheet, normal to the elongation direction of the crystals. By observ-—
ing the orientation of the crystallographic c-axes and the direction of
elongation of the crystals in the ridge ice samples, we can determine the
arrangement of some of the columnar fragment of firstoear sea ice that
have bheen incoroprated into a ridge. The photographed thin sections of
each sample helped to confirm these measurements. Note that thin sections
taken perpendicular‘to the load, which was applied along the vertical axis
of the sample, were used for these crystallographic measurements to avoid
misinterpretation as a result of apparent dip and plunge. Also, a number

of samples could not be crystallographically analyzed since their thin
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‘ Figure 3. Typical compressive failure modes; (a) longitudinal splitting,
- (b) shear fracture, and (¢) multiple shear fractures.
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temperature. In Phase I of the mechanical properties of multi-year sea ice
program the tests were conducted at two temperatures (-5 and ~20°C) and two
strain rates (109 and 105 7). 1In Table 2, we have summarized the
number of samplesnclassified according to the three main ice téxture cate—
gories at each test céﬁdition. The percentage of a given ice type (granu-
lar; columnar or mixed) is consistent from one test condition to another.
The most commonly found ice type by far>is the mixed columar and granular

ice, indicating that the ridge building process is extremely dynamic.

"Table 2. Summary of the number of columnar, granular and
mixed ice samples at each Phase 1 test condition.

-5°C -20°C _
103 gt 1075 1073 10'5‘ Total
Granular ‘5 7 1 1 14 (6%)
Columnar 17 14 8 8 47 (21%)
Mixed 47 51 31 32 161 (73%)
Total 69 72 40 41 222

In Table 3, the number of columnar samples tested in each of the 10
sampled ridges is given. We have included as columnar samples those
samples classified as columnar and those classified as mixed which are made
up of greater than or equal to 80 percent columnar ice. As we will discuss
later, these mixed ice samples behave similarily to the columnar ice
samples. In the last column of Table 3, we have also listed the number of
columnarvsampies that were crystallographically measured on the Rigsby
Universal Stage to determine ¢:c and oiz. We were unable to define these
parameters for all columnar samples due to the excessive damage experience

by a number of thin sections during storage.



Table 3. Columnar ice samples tested in Phase I. These samples include
both columnar and mixed samples with greater than or equal to 80% columnar
ice.

Total number - Total number Number of
Ridge of samples of columnar % columnar columnar samples

no. tested samples samples oriented
1 23 13 57 12
2 24 4 17 4
3 22 3 14 1
4 22 6 27 6
5 22 5 23 3
6 12 0 0 0
7 23 6 26 4
8 24 15 63 13
9 24 1 4 0
10 24 8 33 7
220 61 28 50

As we would expect, the amount of columnar ice varies from ridge to
:idge. This variation is due to the differences in the mode of formation
of the ridges. As descrihbed in Kovacs and Mellor (1974), a first-year
ridge formed by compression contains large, unconsolidated blocks of
columnar sheet ice. The ice in a ridge formed by shearing, on the other
haﬁd, is highly fragmented and very compact. So we would expect to see a
higher percentage of columnar ice samples in a multi-year pressure ridge
initially formed by compréssion than in one formed in shear. Many of the
ridges do contain a significant amount of anisotropic columnar ice. In a
total of 220 tested samples 61, or 28%, of the samples were made up of
greater than or equal to 80% columnar ice.

A frequency histogram of the number of columnar samples in a given
gz orientatioﬁ is presented in Figure 5. The large ﬁumber of low 0tz

angle measurements in Figure 5 indicates that in a majority of these

10
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columnar samples the direction of elongation of the crystals was near
vertical (g:z = 0°). | |

| These observations along with the measurements made on ﬁhe continuous
core indicate that many multi-year pressure ridées contain a significant
amount of columnar ice and that in much of this columnar ice the direction
of elongation of the crystals may be close to vertical. That is, blocks of
first—year sea ice, incorporated iﬁto the ridge during its formation, lie
in a near-horizontal position. In this position the large columnar blocks
are most stable. As a result of this apparent preferential block orienta-

tion, the majority of vertically cored columnar ridge samples are loaded

 nearly parallel to the direction of crystal elongation (6:2=0°). This is

the hard fail direction for columnar ice. Horizbntal columnar samples
would tend to have an angle of 90° between the applied compressive load and
the direction of crystal elongation, giving a lower strength. Work by
Peyton (1966) has shown that the compressive strength can differ between
the vertical and horizontal loading conditions by as much as a factor of
three, depending on the ¢:c angle. |

Accordingly, care must be taken when applying mechanical property test
data from multi-year pressure ridges to the design of arctic offshore
structures and vessels. The mean compressive strength obtained from a
series of tests on vertical ridge samples is likely to be higher than the
mean value obtained from horizontal sampies (Cox et al., in press; Richter-
Menge and Cox, 1983). Using the ice strength data from vertical ridge
gamples may be conservative in horizontél ridge loading problems. Note
that the degree of variation between the mean strength obtained from

vertical and horizontal ridge samples is strongly dependent on the amount

11
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of columnar ice in the test series and the orientation of the columnar
crysfals.

In Figures‘6é through d, the compressive strengﬁh of the multi-year
ridge samples is plotted against sample porosity and the structural classi-
fication is indicated.for ea;h test specimen. Ice porosities were calcu-
lated from the salinity, density and temperature of each sample using equa-~
tions developed by Cox and Weeks (1983). Upon initial inspection of Figure
6, the results seem to vary depending on the given test condition. For
instance, at a strain rate of 1073 g™l  and temperature of -5°C (Fig. 6a)
there is a group of high strength columnar samples. The granular samples
tested at this condition are lower in strength than the mixed samples.
Samples tested at the same temperaturé but at a slower strain fate of 1072
s (Fig. 6b) also include a group of high strength columnar samples. The
granular samples at fhis test condition however, have a higher compressive
strength than the mixed samples. Finally, the samples tested at a
temperature of —-20°C indicate that none of the columnar samples have
stfengths significantly higher than the mixed ice samples. In fact, at a
strain rate of 107 g™t (Fig. 6d) there is a group of low strength columnar
samples. | |

Much of this apparent variation of the results between test conditions -
can be explained in general terms using Figures 7 and 8. In these figures
we have made separate plots of fhe strength and porosity of the columnar
and mixed samples, respectively. On both plots we have also included all
of the crystallographic data on the measured angle between the vertical and
direction of elongation of the crystals (6:2z), the angle between the load

and the crystallographic c—-axes (g:c), and the spread or degree of

12
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alignment of the c-axes in the plane perpendicular to the elongation
direction. Note that iﬁ Phase I the compressive load was in the vertical
direction parallel-to the cylindrical axis of the vertically cored sample.
For the mixed ice samples (Fig. 8) we have also included the percentage of
columnar ice in the saﬁﬁle.

At strain rates of 10'3 and 10;5 8! and a temperature of —5°C‘(Fig.
7a and b), the high stréngth columnar samples are oriented with the direc-
tion of crystal elongation near vertical or parallel to the load (g:z£10°)

and that the degree of c-axes alignment is relatively small (£ 50°). This

‘is the hard fail direction in ice (Peyton, 1966). These columnar samples

also have a low porosity. In Figure 7c and d on the other hand, there are
few columnar samples with these higﬁ‘strength chéracteristics. Correspond-
ingly, we do not have an isolated group of higher strength columnar samples
at these test conditions. = In general, the strength of the vertically load-
ed columnar samples dfops of £ rapid1§ as g!z increases. As we approach a
otz angle of(45° the compressive strength becomes extremely low. At ¢iz =
45°, the basal planes of the ice crystals (plane of weakest shear strength)
coincide with the plane of maximum shear (45° from loading direction) and
the sample shows a lower resistance to failure._ This results in a rela-
tively low compressive strength. The reduction in strength is more dramat-—
ic for those samples with a small spread in the c-axes alignment. Figure

7d 1llustrates the low strength of columnar samples at this orientation.

At this test condition there are a group of three columnar samples with

strengths lower than the mixed samples.

‘Ideally, we would like to use both the g:z and o:c angle to determine

the exact location of the basal plane with respect to the failure plane in

13
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all of our columnar samples. This would allow us to more completely under-
gstand the influence of ice crystalborientatibn on the compressive strength.
This determination would require knowledge of the location of the thin

section, used in the angle measurement, relative to the failure plane. In

vPhase I, this information was not documented.

:The compressive strength versus porosity plofs for the mixed ice
samples (Figs. 8a—-d) indicate that as a result of thé'influence of the
columnar fragments in the mixed samples, those samples with a high peréent-
age of columnar ice lie on the perimeter of the strength versus pofosity
band. In fact, the mixed samples with a high percentage'of columnar ice 4
80%) behavé like the columnar 19e samples such that samples with a ¢g:z
angle neaf'zero and high degree of c-axes alignment have a high compressive
strength (Fig. 8d). Those with a g:z angle of 45° have a low strength.
Mixed ice samples with a low percentage of columnar ice have strengths
close to the mean strength aﬁ a given test condition. The orientation of
the columnar fragments also affects the deformational characteristics of
the mixed ice samples. If the éolﬁmnar ice fragments are oriented with the
crystal elongation parallel to the load (6:2=0°) the sample deforms via the
granular material surrounding the columnar fragments. As the angle between
the direction of crystal elongation and the load approaches 45°, the
majority of the sample deformation takes place in the columnar fragments.
Recall, that at an angle’of 45° the basal planes of the columnar ice
crystals are in a favorable orientation for failure since they coincide
with the plane of maximum sheer.

The influence of columnar fragment orientation on both the strength

and deformation characteristics of the mixed ice samples is particularly

14
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interesting to study since these samples best represent the large-scale
structural characteristics of the multi-year ridges. Ridges are also
composed of fragméh;s or.blogks of columnar ice surrounded by a fine-
grained matrix. As a result of our‘observations on mixed ice sémples then,
we would expectkthe‘cdlﬁmnar ice blocks incorporéted into the ridge during

its formationlto influence the large—scale strength and deformation of the

. ridge. Since our study also indicates that many of these columnar blocks

are preferentially oriented in a near horizontal position we anticipate a
large-scale anisotroplc behavior where the overall compressive strength of
the ridge. in the horizontal direction would be less than the vertical
strength.

The porosity of the mixed and granular ice éamples had a significant

influence on their compressive strength at all test conditions. As the

porosity of these samples increased, there was a decrease in strength at

all test conditions.

The effect of grain size was gonsidered in the evaluation of the
columnar ice sample. Wang (1979) reported an increase in compressivé
strengh with a decrease in grain size for horizontally loaded, columnar
first-year sea ice samples. We were unable to draw this same conclusion
usingkOur data set due to the wide variation in‘crystal orientation. Our
results do indicate that the crystal orientation in columnar samples is the

dominant characteristic influencing the compressive strength.

TESTED MULTI-YEAR FLOE ICE SAMPLES
During Phase I of the mechanical properties of multi-year sea ice
program, techniques were developed to conduct uniaxial tension tests and

conventional triaxial tests at constant loads. These tests were used

15
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extensively during the second phase of the test program. Multi-year ice
samples from a presuﬁably undeformed area were uéedvto evaluate these tech;
niqués. There were .a very limited number of tests done for each test type
and condition. The results of these tests are discussed in the companion
report by Cox et al. t1984) and the test techniques are presented in a
second report by Mellor et al. (1984). The structural analysis of the
multi-year floe samples is discussed in this report. The results of thé
structural analysis for each floe'sample are presented in Appendix B.

In general, the influence of ice structure and crystal orientation on
the strength of the multi~year floe_samples is similar td that previously
described for ;he ridge ice samples. Consequently, the following

discussions are intehtionally brief.

Icé Description

~ In general, the multi-year floe test samples had a columnar ice struc~
ture. A total of 58 floe samples were tested and of these samples 38, or
65%, were ciassified as columnér.’ The remainder of the samples consisted
of mixed columnar and.granular ice. A frequency histogram of the number of
columar floe samples in a givenvo:zvdfientatibn is shown in Figure 9. The
distribution of samples between g:z = 0 and 90° and the presence of mixed
ice samples suggests that the presumably undeformed sampling area on the
floe.was in fact part of the adjaceﬁt pressure ridge flank. In a truely
undeformed‘area we would expect to see a higher percentage of columnar
samples, all with an angle of o:z near 0°.

A continuous structural profile of the ice in the sampling area is

presented aldng with a detailed description in Cox et al. (1984).

16
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Uniaxial constant—-strain-rate compression tests

The compressive strength versus strain rate is plotted along with the
strucﬁural classificaion-of each test sample iﬁ Figure 10. The éolumnar
samples at strain rates of 1073 and 1073 g™! have also been plotted with
the multi-year ridge iée'samples results in Figure 7. 1In general, the com—
pressive strengths of the multi~year floe samples agree well with those of

the ridge samples when structural characteristics are taken into account.

Uniaxial constant—load compression tests

The structural classification of each test sample is 1ndicated on a
plot of strain rate minimum versus the applied stress in Figure 1ll. The
influence of the c-axes orientation relative to the load (oc:z) is clearly
evident at a stress of 600 psi. Those columnar samples with ¢:z near O°
have a significantly lower strain-rate minimum than the samples'with high
oz angles. These results correlate with the results of the constant-
strain-rate tests, supporting the correspondence between constant-load and

and constant—strain-rate tests for ice suggestedvby Mellor (1980).

Uniaxial constant-strain-rate tension tests

The results from the tension tests are plotted in Figure 12. We have

‘included the structural classification and crystallographic measurements

for each sample in this figure. The tensilg strength of the multi-year
samples not only shows little variation with strain rate and témperature as
discussed in Cox et al. (1984) and Cox and Richter-Menge (1985), it also
shows little variation with c—axes orientation. This result is surprising
since both Peyton (1966) and Dykins (1970) have noted é significant depend-

ency on c-axes orilentation in tension tests on first—year sea ice samples.

17
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% Peyton's work shows that tensile samples with a g:z angle of 0° can have a
]
strength three times higher than a sample with ¢:z = 90°. The strengths

~values of our sambles do fall between those obtained by Dykins for vertical

and horizontal first—year samples for a given porosity. The strength of

the mixed ice éamples was comparable to the strength of the columnar

samples. In general, the multi-year tension tests indicate a decrease in

strength with an increase in porosity. There did not appear to be a cor-
' relation between tensile strength and average grain size as observed in

tensile tests on polyerystalline ice (Currier and Schulson, 1982).

=
j All of the tension samples failed via an extension failure where the
™ plane of failure was normal to the applied load. Location of the failure
: v ‘
s . .

plane in the mixed ice samples coincided with a structural discontinuity.
™
-~ Triéxial constant-strain-rate compression test
r? .The triaxial tests that were performed in this program were conven-

fional triaxial tests with g, > 0p = o3 and g;/0; = constant. The axial
stress and radial stress is represented by o; and op, tespectively. In
general, the influence of c-axes orientation relative to the axial load was
siﬁilar to that observed in the unconfined tests. Columnar samples with.a

gtz angle near zero had high confined compressive strengths. The strength

dropped off rapidly as o:z increased. The influence of c¢-axes orientation

was independent of temperature, strain-rate and confining ratio.

CONCLUSIONS

The internal structure of a multi-year ridge is extremely complicated

and highly variable. The relative amounté of columnar and granular ice and

their distribution within a ridge may vary depending on the original mode

18
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of formation of the.ridges. Some ridges contain large blocks of columnar
 ice incorporated into the ridge dﬁring tﬁe compression of adjacent ice
sheets. Other ridges, formed primarily by the shearing of one sheet
against the other, are made up of highly»fragmented ice. In a compression
ridge, the columnar blocks éppear to be in a near~horizontal posiﬁion, as
i{ndicated by low angle measurements between the direction of elongation of
the crystals and the vertical, fThe horizontally orlented, internal column-
ar ice blocks provide ice samples that exhibit anisotropic behavior under
loading. For instance, if a vertically cored columnar sample is taken from
such an ice block and is loaded vertically its compressive étrength méy be
2-3 times higher than if the sample had been cored and loaded horizontal-
ly. Based on ﬁhis observation then, we would exﬁect-the mean compressive
strength obtained from a series of tests on vertical ridge samples to be
higher than the mean value obtained from horizontal samples. The variation
would be dependent on the number of columnar ice blocks and their orienta-
tion within a ridge. In addition, the presence of preferentially oriented
columnar ice blocks ﬁay also affect the large—-scale mechanical pfOpefties
of the multi-year pressure ridge. TIf the ridge contains a significant
number of large columnar blocks of ice in which the direcﬁion of crystal
elongation is near vertical we might expect anisotropic behavior. 1In this
case the overall strength of the ridge would be higher if loaded in the
vertical direction. | |
All of this points to the fact that interpretation of multi-year ridge

data is incomplete without a thorough structural analysis of the samples

tested. Based on the first phase of our study we can make the following

19



general conclusions concerning the influence of ice structure on the

compressive strength of multi-year ridge ice samples:

|

!‘ - Fbr columnar ice samples, the dominant characteristic that influ-
ences sample strength is crystal orientation. Columnar samples
with the direction of crystal elongation near vertical and with a

high degree of crystal c—-axes alignment will have extremely high

compressive strengths. When the direction of crystal elongation
"~ colncides with the direction of maximum shear at an angle of 45°

to the load, the columnar samples have a very low compressive

strength.
E“ - A sample composed of both columnar and granular ice (classified as
a mixed ice sample) will exhibit the same mechanical properties as

a columnar sample if it contains greater than or equal to 80%

columnar ice.

~ The orientation of the columnar fragments in a mixed ice sample

influence the overall compressive strength and deformational char-

acteristics of the sample. If the columnar fragments are oriented

in a hard fail direction the sample will have a relatively high

strength. Failure in these samples will occur in the granular

material surrounding the columnar fragments.

-~ Mixed and granular ice samples show a significant decrease in

strength with an increase in ice porosity.

- | 20
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APPENDIX A. MULTI-YEAR RIDGE SAMPLES DATA.

This appendix contains the results from the structural analysis of the
cbnstant-strain—réte uniaxial compression tests perfprmed on multi—year
ridge ice samples. The parameters listed for e;ch test are defined in
Index A. STR.A-3-5 déhotes the structural analyéis of the above-level-ice

“L and a

samples tested in uniaxial compression at a strain rate of 1073 ¢
temperature of -5°C, etc. B indicates samples that were taken below level
jce. The sample number R1A-175/201 gives the location and depth of the
sample; that 1s, Ridge 1, hole A, at a depth of 175 to 201 em. All of

these samples were vertically cored.
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INDEX A

Column
Number Symbol Description
1 O (psl) Peak stress or strength
2 € (GL) (%) Strain at g, determined by the
- DCDTs over a gauge length of 5.5 in.
3 t (s) Time to peak stress
4 Ei (L) (1P psi) Initial tangent modulus determined
using strains found over the gauge
length
5 te (s) Time to end of test
6 o _lop Ratio of end to peak stress at 5%
& full sample strain
7 n(o/y4) Samples porosity at test temperature
8 Classification Classification of ice texture type
as granular (1), columnar (2) or a
mixture of granular and columnar (3)
Subgroup Subgroup classification
10 % columnar Estimation of % columnar ice in the
sample
11 min (mm) Measurement of the minimum, maximum
12 max (mm and mean columnar grain size as
13 mean (mm) measured across the width of the
grain
14 oz (degree) Angle between the direction of
crystal elongation and the vertical
15 e Angle between the vertical load and
the mean crystal c—axes direction
16 Spread (degree) Degree of alignment of the c—axes.
U, A and R represent unaligned,
aligned and random, respectively.
17 min (mm) Measurement of the minimum, maximum
18 max (mm) and mean granular grain size
19 mean (mm)
20 Type failure Dominant fallure mode. L = longitu-
' dinal splittings, S5 = shear, and MS
= multiple shear failure
21 Location Location of failed area in sample.

27

T = top, M = middle, and B = bottom
of sample
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APPENDIX B. MULTI-YEAR FLOE SAMPLE DATA

This appendix contains the results from the structural analysis of the

tests performed on the multi-year floe ice samples. The results are

-

grouped occording to the type of test; constant-strain-rate uniaxial com~

pression; constant-load uniaxial compression; constant-strain-rate uniaxial

tension; and constant-strain-rate triaxial., Most variables have been
E defined in Index A with the following exceptions. In the constant-load

compression data, ¢ is the applied stress on the sample, epijn (FS) is the

strain-rate minimum determined from full sample displacement, e¢¢ (FS) is

the full sample strain at the strain-rate minimum or failure, and tf is

the time to failure.
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